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LAB ID SAMPLE ID
DENSITY 

PCF

TARGET 

PCF
PENTA PCF PENETRATION

56915 JBT 476 126 32* 0.30 0.45 100%

56917 SW 496 131 32* 0.30 0.45 100%

56920 SW 519 136 32* 0.30 0.44 100%

56923 SW 555 146 32* 0.30 0.40 100%

56927 SW 583 155 32* 0.30 0.42 100%

ANALYZED IN ACCORDANCE WITH APPLICABLE AWPA STD(S) A9 (current version)

*AWPA reference density used

These results are not representative of any material other than the sample material as received from 

customer and are not intended to imply treatment with any specific preservative system or product 

conformance to any minimum standard or treatment specification. This report shall not be reproduced           

except in full.                 
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